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the conformity of the coating system:
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SHERWIN-WILLIAMS ITALY

SAYERLACK

IMPREGNATING STAIN AM0546/XX*
one layer

one layer – minimum wet film thickness 300 micron
TOP COAT AZ21XX/XX**

* Impregnating stain colours:  84 American walnut // 88 brown walnut// 92 walnut //
94 medium walnut 

**Gloss/Top coat shades:  20/89 teak // 30/89 teak // 30/92 walnut //30/93 light walnut //
30/95 dark walnut

to EN 927-2 and the additional requirements of the Catas WKI Premium Coating Systems for exterior 
wood stable products technical rules rev. 10 dated 18/01/2022.

The use of the word PLUS indicates that the certified coating system satisfies the natural weathering 
test requirements for an exposure time twice as long as that required by EN 927-3 (2 years).

The production of the above mentioned coating system is supervised by CATAS and WKI.
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