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Test level reached 5

 

 
This document replaces the previous one with revision number 0 and with date of issue 20/05/19. Applied changes: sample name on customer request. 

This document is validated by  digital signature and time stamping in accordance 
with the Italian laws and the European Directives which regulate the electronic 
signature systems. 

Managing Director 
Dr. Andrea Giavon 

The sample name and, when relevant, its description, are given by the orderer, and CATAS  does not assume responsibility on this matter. This test report relates to the 
sample submitted for the test and no others. Additions, deletions or alterations are not permitted. This test report must always be reproduced in its entirety. Unless 
otherwise required by standards and technical specifications or agreed with the customer, any declarations of conformity made by CATAS are based on the comparison 
between results and reference values, where the confidence intervals of the measures are not taken into account. Unless otherwise stated, sampling is made by the 
customer; in this case the test results are referred to the sample as received. 
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